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TAIYO INK MFG. CO.,(KOREA) LTD.
166, Manhae-ro Danwon-gu
Ansan-city, Gyeonggi-do

Korea

The following sample(s) was/were submitted and identified by/on behalf of the client as:-

SGS File No. : AYAA17-23452
Product Name : [IJR-4000 MW301N
Item No./Part No. : N/A
Received Date : 2017.04. 18
Test Period :2017.04.18 to 2017.04. 21
Test Results : For further details, please refer to following page(s)
SGS Korea Co., Ltd.
Jeff Jang / Chemical Lab Mgr
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Sample No. : AYAA17-23452.001

Sample Description : IJR-4000 MW301N

Item No./Part No. : N/A

Materials : N/A

Heavy Metals

Test Items Unit Test Method MDL Results

Antimony (Sb) mg/kg With reference to EPA 3052(1996), US EPA 10 N.D.
6010B(1996), ICP

NOTE: (1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) ** = Qualitative analysis (No Unit)
(6) Negative = Undetectable / Positive = Detectable
Picture of Sample as Received:
s ; '
AYAA17- 23452 001
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Flow Chart for Inorganic Elements Testing

Inorganic Elements

Mechanic_Sample

Sample Measurement

Acid Digestion with
Microwave/Hotplate

Filtration

Residue

Total Digestion

ICP-AES

DATA

Major Inorganic Antimony(Sb) , Beryllium(Be) , Phosphorus(P) ,

Heavy Metals Arsenic(As) etc.

*** End of Report ***
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